
                                                               
        

       Thin Glass Thicknesses 
 
 
 

The following table summarizes the standard 
thicknesses of commercially available thin glass: 

 
 

Glass Thickness 
Nominal      

(Millimeters) 
Traditional    

Designation 
Nominal 
(Inches) 

Range        
(Inches) 

0.5  0.020 0.018-0.024 
0.7  0.028 0.024-0.032 
1.0 Micro/slide 0.040 0.036-0.042 
1.1 1.1mm 0.045 0.039-0.047 
1.2 9/11 oz. 0.050 0.043-0.053 
1.5 12/14 oz. 0.060 0.050-0.070 
1.6 1/16” 0.062 0.058-0.066 
1.9  0.075 0.071-0.079 
2.0 16 oz. 0.080 0.071-0.084 

 


